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Client Name: PEAK PLASTIC&METAL PRODUCTS(INTERNATIONAL)LTD

Client Address: 101-202,BUILDING A01,XUNBAO INDUSTRIAL PARK PHASE 1,NO.96,JINYE
AVENUE,KUIXIN COMMUNITY,KUICHONG SUB-DISTICT,DAPENG NEW
DISTRICT,SHENZHEN PRC

Sample Name: PBIN

The above sample(s) and information were provided by the client.

SGS Job No.: SZP24-007704
Sample Receiving Date: Mar 06, 2024
Testing Period: Mar 06, 2024 ~ Mar 14, 2024
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).
Test Requirement Conclusion

Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate See Results
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl

phthalate (DIBP)

European Directive 94/62/EC and its amendments - Total Lead, Cadmium,

Mercury and Hexavalent Chromium Content Pass
Phthalates See Results
Hexabromocyclododecane (HBCDD) See Results

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Jory Z’W”ﬁ
Jany Zhong
Approved Signatory
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Test Result(s):

Test Part Description:
SN ID Sample No. SGS Sample ID Description
SN1 Al CAN24-0038143-0001.C001 Gray plastic
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “” = Not Regulated

Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated
diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl
phthalate (DBP) and Diisobutyl phthalate (DIBP)

Test Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017,
IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-

Vis and GC-MS.
Test Item(s) Limit Unit(s) MDL Al
Lead (Pb) 1000 mag/kg 2 ND
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium(Cd) 100 mag/kg 2 ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND
Polybromobiphenyl (PBBs) 1000 mg/kg - ND
Monobromobiphenyl (MonoBB) - mag/kg 5 ND
Dibromobiphenyl (DiBB) - mag/kg 5 ND
Tribromobiphenyl (TriBB) - mag/kg 5 ND
Tetrabromobiphenyl (TetraBB) - mg/kg 5 ND
Pentabromobiphenyl (PentaBB) - mg/kg 5 ND
Hexabromobiphenyl (HexaBB) - mg/kg 5 ND
Heptabromobiphenyl (HeptaBB) - mg/kg 5 ND
Octabromobiphenyl (OctaBB) - mg/kg 5 ND
Nonabromobiphenyl (NonaBB) - mag/kg 5 ND
Decabromobiphenyl (DecaBB) - mg/kg 5 ND
Polybromodiphenyl ether(PBDES) 1000 mg/kg - ND
Monobromodiphenylether (MonoBDE) - mag/kg 5 ND
Dibromodiphenylether (DiBDE) - mag/kg 5 ND
Tribromodiphenylether (TriBDE) - ma/kg 5 ND
Tetrabromodiphenylether (TetraBDE) - mg/kg 5 ND
Pentabromodiphenylether (PentaBDE) - mg/kg 5 ND
Hexabromodiphenylether (HexaBDE) - mg/kg 5 ND
Heptabromodiphenylether (HeptaBDE) - mg/kg 5 ND
Octabromodiphenylether (OctaBDE) - mg/kg 5 ND
Nonabromodiphenylether (NonaBDE) - mag/kg 5 ND
Decabromodiphenylether (DecaBDE) - mg/kg 5 ND
Bis-(2-ethylhexyl) Phthalate(DEHP) 1000 mg/kg 50 ND
Benzyl Butyl Phthalate(BBP) 1000 mg/kg 50 ND
Dibutyl Phthalate(DBP) 1000 mg/kg 50 ND
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Test Item(s) Limit Unit(s) MDL Al
Diisobutyl Phthalate(DIBP) 1000 mg/kg 50 ND
Notes:

The limit was provided by the client.

European Directive 94/62/EC and its amendments - Total Lead, Cadmium, Mercury and Hexavalent
Chromium Content

Test Method: SGS In-house method, analysis was performed by ICP-OES & UV-Vis.

Test ltem(s) Limit Unit(s) MDL Al
Cadmium(Cd) - mg/kg 5 ND
Lead(Pb) - mg/kg 5 ND
Mercury(Hg) - mg/kg 5 ND
Hexavalent Chromium(CrVI) - mg/kg 8 ND
Total (Cd+ Pb + Hg + CrVI) 100 mg/kg - ND
Conclusion Pass
Phthalates
Test Method: With reference to IEC 62321-8:2017, analysis was performed by GC-MS.
Test ltem(s) CAS No. Unit(s) MDL Al
Dibutyl Phthalate(DBP) 84-74-2 mg/kg 50 ND
Bis-(2-ethylhexyl) Phthalate(DEHP) 117-81-7 mg/kg 50 ND
Benzyl Butyl Phthalate(BBP) 85-68-7 mg/kg 50 ND
. 28553-12-0
Diisononyl Phthalate (DINP) /68515-48-0 mg/kg 50 ND
Di-n-Octyl Phthalate(DNOP) 117-84-0 mg/kg 50 ND
. 26761-40-0
Diisodecyl Phthalate (DIDP) /68515-49-1 mg/kg 50 ND
Diisobutyl Phthalate(DIBP) 84-69-5 mg/kg 50 ND
Bis(2-methoxyethyl)phthalate(DMEP) 117-82-8 mg/kg 50 ND
Di-n-Hexyl Phthalate(DnHP) 84-75-3 mg/kg 50 ND
Dipentyl Phthalate (DPENP/DnPP) 131-18-0 mg/kg 50 ND
Hexabromocyclododecane (HBCDD)
Test Method: With reference to IEC 62321-9:2021, analysis was performed by GC-MS.
Test Item(s) CAS No. Unit(s) MDL Al
134237-50-6
Hexabromocyclododecane (HBCDD) /134237-51-7
and all major diastereoisomers identified /134237-52-8 mg/kg 20 ND
(a-HBCDD, 3-HBCDD, y-HBCDD) /25637-99-4
/3194-55-6

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.
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ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart
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ATTACHMENTS

PBB/PBDE Testing Flow Chart
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ATTACHMENTS

Phthalates Testing Flow Chart
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ATTACHMENTS

HBCDD Testing Flow Chart
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Sample Photo:

CANEC24003814301

CAN24-0038143-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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